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BENT B8Y: NVL @ SEATAC; 208431 3500; JUL-28-U3 12:4g; —
NVL Laboratories, Inc. NvIAD
3 4708 Auror; 6A\g, N., Seattgao.ewég“ 98;03 #102063
T e nianacem o Bulk Asbestos Fibers Analysis

By Polarized Light Microscopy

Client: PDG-Project Development Group, Inc.
Address: 11814 NE 116th St.
Kirkiand, WA 98034
. Attention: Mr. Robin Burnham
Project Location: Tully's

Batch #: 2309982.00

Client Project #:n/a
Samples Received: 4
Samples Analyzed: 4

Method: EPA/6Q0R-93/116

LabiD: 23063698 Client Sample #: T-01
Location: Tully's
Layer 1 of 3 Description: Multiple fayers of white paint
Non-Fibrous Materials;
Fine particles,Paint
Layer 2 of 3 Description: White fiber-reinforced compound
Non-Fibrous Materiais:
. Fine particles,Binder/Filler
Layer 3 of 3 Description: Brittle black foam
Non-Fibrous Materials:
Glass particles

Other Fibrous Materials:%
None Detected ND

Other Fibrous Materlals:%
Glass fibers 26%

Other Fibrous Materals: %

None Detected ND

Asbestos Type: %
None Detected ND

Asbestos Type: %
Chrysotile 3%

Asbhestos Type: %
None Detected ND

Lab 1D : 23063699  Client Sample #: 1-02
Location: Tully's
Layer 1 of 3 Description: Multiple layers of white paint
Non-Fibrous Materials:
Fine particles,Paint
Layor 2 of 3 Description: White fiber-reinforced compound
Non-Fibrous Materials:
Fine particles, Binder/Filler
Layer 3 of 3 Description: Brittle black foam
: Non-Fibrous Materials:
Glass particles

Other Fibrous Materials; %
None Detected ND

Other Fibrous Materials:%
Glass fibers 25%

Other Fibrous Matarials: %
None Detected ND

Asbestos Type: %

None Detected ND

Asbhestos Type: %
~ Chrysotile 3%

Asbestos Type: %
None Detected ND

LabiD: 23063700 Client Sample #: T-03
Location: Tully's :

Layer 1 of 2 Description: Multiple layers of white and off-white paint

Non-Fibrous Materials:

Fine partléles.Palnt

Layer 2 of 2 Description: Foil-backed felt and cloth wrap
‘ Non-Fibrous Materials:
Adhesive/binder,Metal foll

Other Fibrous Materials:% .
Nene Detected ND

Other Fibraus Materials:%
. Gellulose 85%

Asbestos Type: %
None Detected ND

Asbeastos Type: %
None Detected ND

LabID : 23063701

Client Sample #:T-04
Locatlon: Tully's .

Sampled by: Cllent
Analyzed by: Carol Evans

Date: 07/28/2003

_DRAFT_

Nota: If samplez are not homogeneous, then subsamplas of the

ents ware analyzed separataly. All bulk samples are analyzed using EPA 600/R-9X11€

compoN
Mathod with the fallowing measuremant uncertainties for the reported % Asbestos (1%=0-3%, 5%=1-9%, 10%=5-16%, 20%=10-30%, 50%=40-60%,). This
raport relates only 1o the items tested. If sample was not collactad by NVL personnel, then the aecuracy of the results is limfted by the methodelogy and acuity
ofthe sample collector. This report shall not be repreduced except in full, without written spproval of NVL Laberatories, Ine. It shall not be used fo claim

product andoersement by NVLAP o any othar agency of the US Government.

Page 1 of2

RCLLC 0002081



ORI D1 s 1YV Q QEHIHD; ZUCM:ﬂ;:auu,

NVL. Laboratories, Inc. NViAR

4708 Aurara Ave ., Seatle. WA G6100 ' #102063
. 208.547.0100,  Fax: 206.634.1936
| Tel: 208 www,nvl!ab:.,(com ' BU|k ASbeStOS Fibers Ana'y SiS
By Polarized Light Microscopy _

Client: PDG-Project Development Group, Inc. Batch #: 2308982.00 -

Address: 11814 NE 118th St. Client Project #n/a

Kirkland, WA 98034 Samples Received: 4

Attention: Mr. Robin Burnham Samples Analyzed: 4
Method: EPA/E600R-93/116

Projact Location: Tully's

Layer 1 of 3 Description: Multiple layers of white palnt
Non-Fibrous Materials:
» Fine particles,Paint
Layer 2 of 3 Description: White woven fabric encased in white compound o
Asbestos Type: %

‘Non-Fibrous Materlals: Other Fibrous Materials:%
Fine particles,Binder/Filler Cellulose 25% : Chrysotile 3%

Layer 3 of 3 Description: Brittle black material i
Non-Fibrous Materials:
Glass foam,Fine particles

Other Fibrous Materials:% Asbestos Type: %
None .Detected ND None Detected ND

Other Fibrous Materlals:% Asbestos Type: %’
None Detacted ND None Detected ND

Sampled by: Client
Analyzed by; Carol Evans

Date: 07/28/2003 DRAFT

Note: if samplas are not homogeneous, then subsamplee of the cormponents wene analyzed separately. All bulk samples are analyzed using EPA 800R-83/116
Mathod with the following measuremant uncertzinties for the reported % Asbastos (1%=0-3%, 6%=1-8%, 10%=6-15%, 20%=10-30%, 50%=40-60%). This
report relates only to the ltams tested, If sample was not callacted by NVL personnel, then the accuracy of the resulta is imited by the methodology and aculty
of the sampla collector, This rsport shall not bia reproduced except in full, without written approval of NVL, Laberatories, Ina. It shall not be used {o glalm

product endorsement by NVLAP or any other agency of the US Govemment.
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